Bondar-Clegg, Inc. Geochemical ]
12980 West Cedar Dr,
Lakewood, Colorado 80228 Lab Report
O s BONDAR-CLEGG {
REPORT: 098-1639 PROJECT: NONE LISTED PAGE 1 |
SANPLE ELEMENT  Au SAMPLE ELEMENT  Au
NUKBER WNITS 0T NUMEER UNITS  OPT |
12 R88-524-325-330 0.026 D2 R88-524-525-530 0,019
12 RE8-524-330-335 0,019 12 R88-524-530-535 0,016
12 R88-524-335-340 0,025 02 RBS-524-535-540 0,015
12 R88-524-340-345 0,022 D2 RB8-524-540-545 0,012 |
D2 R88-524-345-350 0.017 ~ D2 RBB-524-545-550 0,018 |
|
12 R8B-524-350-355 0,033 12 RB8-524-550-555 0.017 ‘
D2 R88-524-355-360 0,032 D2 R8S-524-555-560 0,013 |
12 R8B-524-360-365 0,038 12 REB-524-540-565 0,018
02 RE8-S524-345-370 0,011 D2 RB8-524-545-570 0,216 |
D2 R88-524-370-375 0,216 D2 RB8-524-570-575 0,034 |
D2 R8S-S524-375-380 0,125 D2 R8S-524-575-580 0,044 |
D2 REE-524-1380-385 0,053 D2 R88-524-580-585 0,099 |
02 R8S-524-385-390 0,027 D2 R88-524-585-590 0,043 |
D2 R88-524-390-1395 0,029 02 R8B-524-590-595 0,053 |
D2 RE8-524-395-400 0,057 D2 RES-524-595-400 0,052
12 REB-524-400-405 0,092 N2 RBB-524-400-605 0,025
12 RES-524-405-410 0,031 D2 REB-524-405-610 0,024
12 RE8-524-410-415 0,040 02 RBB~524-610-615 0,015
02 RBS-524-415-420 0,039 D2 R8B-524-615-420 0,004
12 RBS-524-420-425 0,032 D2 REB-524-420-625 0,002
12 R88-524-425-430 0,037
12 R8B-524-430-435 0,038 |
12 RES-524-435-440 0,038
12 R8E-524-440-445 0.018 |
D2 RES-S524-445-450 0,022 J
12 R8B-524-450-455 0,025
D2 RBS-524-455-460 0,030
12 REB-524-460-465 0,040
D2 RE8-524-465-470 0,026
12 RB8-524-470-475 0,029
12 RBB-S24-475-480 0,023
12 R88-524-480-485 0,009
12 RES-S524-485-490 0,014
12 RBE-524-490-495 0,064
12 RE8-524-495-500 0,031
D2 RB3-524-500-505 0,023
02 R8B-524-505-510 0,024
D2 R88-524-510-515 0,019
12 R8S-524-515-520 0,021

D2 R88-324-520-525 0,031




|
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BROHN MINING CORP.

MR. JIM BARRON
P.0, BOX 485

DEADROOD, SD
3732




Bondar-Clegg, Inc.
| 12980 West Cedar Dr.
| Lakewood, Colorado 80228

(303) 9894404

L. REPORT: 098-1640 { COMPLETE ).

Geochemical
Lab Report

| REFERENCE INFO: NONE LISTED

CLIENT: BROHM NINING CORP.
PROJECT! NONE LISTED

SUBMITTED BY: J. RARRON
DATE PRINTED: &-JAN-89

NUMBER OF LONER

ORDER  ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold " 0,002 OPT Fire Assay
2 M Gold 1 0,002 OPT Fire Assay
| SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
| D DRILL CORE 44 2 -150 " Assay Pres 4
Excessive Wetness 716
Sample Fickue 1

REMARKS: FINAL RESULTS ARE REPORTED.

2 SEPARATE ASSAY RESULTS REPORTED FOR ONE

SANPLE.

REPORT COPIES T0: MR. JIM RARRON
MR, JIM BARRON

INVOICE TO: MR. JIN BARRON




iy ot Geochemical
West .
Lakewood, Colorado 80228 Bc Lab Report
(303) 9891404
. BONDAR-CLEGG
REPORT: 098-1640 PROJECT: NONE LISTED PABE 1
SAMPLE ELEMENT Au Au SAMPLE ELEMENT Ay fu
NUMBER UNITS  OPT 0PT NUMBER UNITS  OPY 0PY
D2 RE8-524-625-430 0.008 D2 R88-524-825-830 0,02¢
| D2 RE8-524-430-435 0,005 12 R88-524-830-835 0,013
' D2 R88-524-635-640 €0,002 D2 R88-524-835-840 0,013
D2 RBB-524-640-645 0,006 D2 R88-524-840-845 0,016
12 R88-524-645-450 0,006 ,
D2 R88-524-450-655 0,005
D2 RBS-524-455-660 0,004
D2 R88-524-660-665 0,005
D2 RB8-524-645-670 0,005
D2 R88-524-670-675 0,006 N
D2 R88-524-675-680 0,010
D2 RE8-524-480-485 0,009
D2 R88-524-685-490 0,015
D2 RE8-524-690-495 0,010
D2 R88-524-495-700 0,013~
D2 RE8-524-700-705 0,015
D2 RE8-524-705-710 0,009
D2 R88-524-710-715 0,011
D2 RB8-524-715-720 0.008
D2 R88-524-720-725 0,010
D2 RB8-524-725-730 0,011
12 R88-524-730-735 0,007
D2 RB8-524-735-740 0,004
D2 RE8-524-740-745 0,005
D2 RE8-524-745-750 0,005
D2 R88-524-750-755 0,008
D2 R88-524-755-760 0,009
12 RE8-524-760-765 0,006
D2 RE8-524-765-770 0,009
D2 RE8-524-770-775 0,012
5
D2 R88-524-775-780 0,100 0,151 .\Z0
D2 RB8-524-780-785 0,013
D2 RES-524-785-790 0,010
12 R88-524-790-795 0,014
D2 RE8-524-795-800 0.010
12 R88-524-800-805 0,005
D2 R88-524-805-810 0,026
D2 R88-524-810-815 0,015
D2 RE8-524-815-820 0,005

D2 R8B-524-820-823 0,013




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 -

Lab Report

BROHM MINING CORF.

MR. JIM BARRON
P.0. BOX 485

DEADROODs SD
57732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 989404 =

: BONDAR-CLEGG

’ REPORT: 098-1857 ( COMPLETE ) REFERENCE INFO: NONE LISTER
|
| CLIENT: BROHM MINING CORP. SURMITTEDR BY: J. BARRON
F PROJECT! NONE LISTED DATE PRINTEDR} S-JAN-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION NETHOD
1 A Gold 42 0,002 OPT Fire Assaw
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 42 2 -150 42 Assay Prep 42
Excessive Wetness 707
Sample Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR, JIM RARRON INVOICE TO! MR. JIM BARRON
He. JIK RARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
op. - BONDAR-CLEGG
REPORT: 098-1457 PROJECT! NONE LISTED PAGE 1
'SAHPLE ELEMENT Au SAMPLE ELEMENT Au
NUMRER UNITS oPT NUMRER UNITS OPT
02 R88-524-845-850 0.017 N2 R88-524-1045-1050 0,025,
P2 R88-524-850-855 0,015 D2 RB88-524-1050-1055 0,021
D2 RBE-524-855-840 0.012
D2 RBB8-524-840-865 0,009
02 RB8-524-845-870 0,018
N2 R88-524-870-875 0,017
N2 RBB-524-875-880 0,011
D2 RB8-524-880-885 0,018
D2 R8B-524-885-890 0,015
02 R88-524-890-895 0,017
D2 R88-524-895-900 0,027
12 R88-524-900-905 0,012
D2 RB88-524-905-910 0.019
D2 R88-524-910-915 0,018
2 R88-524-915-920 0,027
| D2 RB88-524-920-925 0,046
| 12 RBB-524-925-930 0,014
02 RBB-524-930-933 0,008
D2 R88-524-935-940 0,008
D2 RBB-524-940-945 0.010
D2 R88-524-945-950 0,009
D2 RB8B8-524-950-955 0.004
D2 R8B-524-955-940 0.011
D2 RBB-524-940-945 0,017
D2 R8B-524-945-970 0,021
D2 RBB-524-970-975 0,012
| D2 R88-524-975-980 0,013
' D2 RB8B-524-980-983 0,009
D2 RB8-524-985-990 0,009
12 RB8-524-990-995 0,013
D2 RB8-524-995-1000 0.010
D2 R8B-524-1000-1005 0,011
D2 RB8-524-1005-1010 0,036
D2 REB-524-1010-1015 0,014
02 RB8-524-1015-1020 0,020
‘12 RAB-524-1020-1025 0,033
‘D2 RB8-524-1025-1030 0,043
N2 RB88-524-1030-1035 0,012
D2 RB88-524-1035-1040 0,014

D2 R88-524-1040-1045

0,025




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(308) 989-1404

Lab Report

BROHM NINING CORF.

MR. JIN BARRON

P.0. BOX 485
DEADNOOD, SD
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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorgdo 80228 Lab Report
o iadee BONDAR-CLEGG
REPORT: 098-1640 ( COMPLETE ) | REFERENCE INFO: NOME LISTED
CLIENT: BROHM MINING CORP, SUBNITTED BY: J, BARRON
PROJECT: NONE LISTED DATE PRINTED: S-JAN-89
NUMBER OF
ORDER  ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold 13 Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUNBER SAMPLE PREPARATIONS NUNBER
D DRILL CORE 13 2 -150 13 Assay Pres 1
Excessive Wetness 191
Saarle Pickup 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON

INVOICE TO: MR. JIN BARRON

AR. JIm RARRDN




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Cologado 80228 Lab Report
(303) 989146 BONDAR-CLEGG
) o o

REPORT: 098-1660 __PROJECT: NONE LISTED PAGE 1

SANPLE ELEMENT  Au

NUNBER UNITS  OPT -

D2 RBE-524-1055-1060 0,010

D2 R88-524-1060-1065 0,062

D2 RES-524-1065-1070 0,082

D2 R88-524-1070-1075 0,048

D2 RE8-524-1075-1080 0,014

D2 RE8-524-1080-1085 0,030

D2 RE8-524-1085-1090 0,038

D2 RE8-524-1090-1095 0,072

D2 RE8-524-1095-1100 0,058

02 RE8-524-1100-1105 0,014

02 R8B-524-1105-1110 0.019

D2 REE-S24-1110-1115 0,017

D2 RES-524-1115-1120 0,009




Bondar-Clegg, lnc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989440 -

Geochemical
Lab Report

BROHM MINING CORF,
MR, JIM BARRON
P.0. BOX 485

DEADEOOD, SD
57732




Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989404

REPORT: 098-1662 ( COMPLETE )

REFERENCE INFO: NONE LISTED

CLIENT: BROHM MINING CORP,
PROJECT: NONE LISTED

SUBSITTEDR BY! J. RARRON
DATE PRINTED: S-JAN-89

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD

1 Au Gold Fire Assay
SAMPLE TYPES SIZE FRACTIONS SAMPLE PREPARATIONS NUMBER
D DRILL CORE Assay Prep 28

Excessive Wetness 432

REMARKS: FINAL RESULTS ARE REPORTED,

REPORT COPIES TO: MR. JIN BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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Bondar-Clegg, lnc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report
1 A BONDAR-CLEGG
REPORT! 0981662 | PROJECT: NOWE LISTED  pAGE 1
SAMPLE ELEMNENT Ay
NUMEER UNITS  OPT N
D2 REB-S2A-1120-1125 0,025
02 R88-524-1125-1130 0,052
D2 RB8-524-1130-1135 0,047
02 RE8-524-1135-1140 0,021
D2 R8B-524-1140-1145 0,029
12 RBS-524-1145-1150 0,024
D2 REB-S24-1150-1155  0.018
D2 RES-524-1155-1160 0,007
02 RB3-524-1160-1165 0,008
D2 RES-524-1165-1170 0,007
02 R8S-524-1170-1175 0,014
12 R88-524-1175-1180 0,008
D2 RS3-524-1180-1185 0,012
12 RBS-524-1185-1190 0,028
12 R88-524-1190-1195 0,009
D2 REB-524-1195-1200 0,013
D2 R88-524-1200-1205 0,015
D2 RBB-524-1205-1210 0,066
12 RES-524-1210-1215 0,010
D2 RE8-S24-1215-1220 0,008
02 REB-524-1220-1225 0,037/
D2 RE8-524-1225-1230 0,024
D2 R88-524-1230-1235 0,009
D2 RBS-524-1235-1240 0,008
D2 REB-524-1240-1245 0,010
D2 RBE-524-1245-1250 0,002
D2 RES-524-1250-1255  €0.002
D2 REE-524-1255-1260  0.003




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(308) 989-4404

BROHN MINING CORP,
MR. JIM BARRON
P.0. BOX 485
DEADROODs SD
57732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.

Lakewood, Colorado 80228 Lab Report
(303) 989-1404

- BONDAR-CLEGG
REFORT: 098-1544 ( COMPLETE ) REFERENCE INFO! NONE LISTER
CLIENT? BROHM MINING CORP. SUBMITTEDR BRY! J. BARRON
PROJECT? MONE LISTED DATE PRINTER: 2-JAN-B8%
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 7 0,002 OPT Fire Assau
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMRER SAMPLE PREPARATIONS NUMRER
D DRILL CORE 7 2 -150 7 Assay Prer 7
Excessive Wetness N
Saprle Pickup 1
REMARKS? FINAL RESULTS ARE REPORTED.
REPORT COPIES TO: MR. JIM RARRON INVOICE 7O MR. JIN RARRON

HR+—JIH-RARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
- BONDAR-CLEGG
'REPORT: 098-1664 PROJECT: NONE LISTED PAGE 1
' SAMPLE ELEMENT  Au
NUMBER UNITS  OPT
D2 R88-524-1260-1265 0,008
12 RBS-524-1265-1270 0,020
D2 RE8-524-1270-1275 0,010
12 R88-524-1275-1280 0,008
D2 RES-524-1280-1285  0.006
12 R88-524-1285-1290  0.006
12 RBS-524-1290-1295  <0.,002




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 .

B

- ,,,7777v‘__1‘

Lab Report

BROHM MINING CORP,
MR, JIM BARRON
F.0. BOX 485

READWOOD, SD
7732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
Ofames. 7 BONDAR-CLEGG
REPORT: 0981448 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP, SUBMITTED RY: J. BARRON
PROJECT: NONE LISTED _ DATE PRINTED: 2-JAN-89
NUNBER OF LOVER
ORDER  ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold 19 0,002 OPT Fire Assay
SANPLE TYPES NUNBER SIZE FRACTIONS SAMPLE PREPARATIONS NUMBER
D DRILL CORE 19 2 -150 Assay Prep 19
Excessive Wetness 202
Sanrle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIN BARRON

INVOICE TO: MR. JIN RARRON

MRy JIM- BARRON




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(OB) %9404 -

REPORT? 098-1468

PROJECT: NONE LISTED

PAGE

1

SAMPLE ELEMENT
NUMBER UNITS

Au
OPT

02 RB8-524-1295-1300
D2 R88-524-1300-1305
02 R88-524-1305-1310
12 R88-524-1310-1315
D2 R88-524-1315-1320

0.008
0.007
OUW
0.004

0.003.

D2 R88-524-1320-1325
02 R88-524-1325-1330

| D2 R88-524-1330-1335

02 RE8-524-1335-1340
2 R88-524-1340~1345

<0.002
<0.002

€0.002

0,003
0.008

02 RB8-524-1345-1350
D2 R88-524-1350-1355
02 R82-524-1355-1360
02 R8S-524-1360-1345
02 RE8-524-13463-1370

€0,002
<0.002
€0,002
0.008
0,006

12 RB8-524-1370-1375
2 R88-324-1375-1380
D2 R88-524-1380-1385
D2 R88-524-1385-1390

€0,002
<0.002
<0,002
<0.002




Angle orMVértical Ri
LANG EXPLORATORY DRILLING DAILY DRILLING REPORT|RIG#: L L.n __340.,%;@{__9_, DATE: )~ 12 /9 %tg
Daily Daily o 11 Subsistence: PROJECT
Start time: |5 _ - Finish time: |- 1Day 3 Men | NAME: 1305, it - £ DGE
Hole #: Angle or@ Hole #: Angle or Vertical Hole #: Angle or Vertical TOTAL
(\ . £ “ ~{circle one)— - _ ——{circle one)— —— —{circle one)_ _ _ FOOTAGE DRILLED!
Depth today: |Depth yesterday: Depth today: Depth today: TODAY:
(N ( 30 ) LT
------------- - e e e i T NATERIALSUSER PR Ol o oA L L e e R
Quantity: Size Material Name: Quantity : Size: Material Name: Quantity Size: Material Name:
ARl . Gal Quick Foam [ 2" _3 X11 Nipple
L&l Gal. E-Z Mud g X Nipple
| Bags Cement = * Elbow
L Y'Rod Wipers e T TR
| "Tri-Cone Wear Sleeves — ___ "PipePlug
— -~~~ Bazooka Tube ft. of “Casing
———— 14-Hole Adapter " Casing Couplers
[BIT#: SIZE: |TYPE: Tri-Cone Carbide, Hammer Bit) MAKE: FOOTAGE: |New_ Bit previously used_ _Used
53 Tri-Cone Steel Tooth Bi on this project Bit
¢ ———(circle one of the above) ——— M iss! B | ST —{circle ong)y————~—=—=
BIT#: SIZE: | TYPE: Tri-Cone Carbide, Hammer Bit, MAKE: FOOTAGE: |New__Bit previously used__Used
Tri-Cone Steel Tooth Bit on this project Bit
—-—=—{circleone oftheabove)—— | « | = |ececcaamae- HoIrolo ONe)s e i e i
FROM T0 ACTIVITY
.30 |3tv0 5 TARY 4+ (A 2 EQuipt e T
R0 110 Dy ) { F7s
1) | ! T (V) *oo07 VAL &
i Houns U
B o 4 Hn ) C\
SAMPLING PERFORMED BY LANG? gg? No Partially (circle one) \ : , f
Wl Mo A Hrs. [2 2
——Hrs. MOVING, Hrs. HAULING WATER, Hrs. STANDBY Drillers signature \
: RENMTIE 4TO0FLr T Hrs. | 2%
—Hrs. BIG/SMALL CAT (circle one), Hrs. SKIDDER, Helpers signature :
—Hrs. HOURLY WORK, CAUSE OF LOST TIME (repairs, lost circulation T ) DR AT 1) Hrs. | i 3
Helpers signature
etc.,) Hfokkkkickik JUSTIFY HOURS (If Applies)sokskickdorsor
Getting Fuel
Chasing for Parts
Drive Time (after the 1st one hour)
g foairy
CLIENT REP: ///%// ~ Was the hole(s) completed to desired depth? Yes No ?

YELLOW-GEOLOGIST COPY
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Angle o‘ﬂ@' l — )7
LANG EXPLORATORY DRILLING DAILY DRILLING REPORT|RIG#: W ™ D " ‘C,PQ one)__' 9 | D”Elgl / 1 E, / (‘\7/4
Daily ) \ﬂ Daily Y | Subsistence: PROJEC | -f P W
Start time: 't\ﬂ( ) () Finish time: { }, w 1 Day. 3 Men | NAME: 8} /,}/ﬂl } y /)) ) (//}j»{
— —
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--‘-------- - - = - = — - - :MATERIALS USED L e - ot - e e
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[ RS GEk E-Z Mud i X___ Nipple
LRl Bags Cement * Elbow
Le " Rod Wipers SR R |
| " Tri-Cone Wear Sleeves _— ___ "PipePlug
—~~— Bazooka Tube ft. of “Casing
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—~——(circle one of the above) - - - /1) 7 711 i S E:—:( TTCIB. ONB)- e =5 e s o e
BITH: SIZE: | IYPE: Tri-Cone Carbide, Hammer Bit, MAKE: 7 7 |FOOTAGE: |[New__Bit previously used__Used
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--—(circle one of theabove)--- | | = |eecemeee—-- {CIrCI8 ONE) ===~ — = ==
£ Y o -
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—_Hrs. BIG/ISMALL CAT (circle one),
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Hrs. SKIDDER,

etc.,)
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| D
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\
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/ A
CLIENT REP: ///Z‘/éy

7

Was the hole(s) completed to desired depth? Yes

No ?

WHITE: Lang Office Copy

YELLOW: Geologist Copy





